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ASTM C303 or D1622 Density $300 
(five specimens) 
 
ASTM C165 or D1621 Compressive $300 
(five specimens) 
 
ASTM C203 Flexural $300 
(five specimens) 
 
ASTM C297 Tensile $600 
(five specimens) 
 
ASTM C273 Shear $600 
(five specimens) 
 
ASTM C518 R-value $600 
Additional temperatures $300 
(three specimens) 
 
ASTM C272 or C1763 Water Absorption $600 
(three specimens) 
 
ASTM C1918 Water Retention $750 
(three specimens) 
 
_________________________________________________________________________________ 
 
ASTM D6817 Compressive and Density $300 
(five specimens) 
 
ASTM D6817 Compressive, Flexural, and Density $500 
(five specimens) 
 
_________________________________________________________________________________ 
 
 
ASTM C578 Compressive and Density $300 
(five specimens) 
 
ASTM C578 Compressive, Flexural, and Density $500 
(five specimens) 
 
ASTM C578 R-value and Density $600 
Additional temperatures $300 
(three specimens) 
 
_________________________________________________________________________________ 
 
Pricing for tests not listed above is determined by the CTO.   
Pricing may be altered from time to time by the CTO to meet customer needs. 
 


